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Ardaman & Associates, Inc.
1724 Barber Road
Sarasota, FL 34240

Phone 941-922-3526

FAX 941-377-7659
Project Name: Masterrock Yard File No.: 21-7003
Project Location: 3915 Goodrich Avenue, Sarasota, Florida Report No.: 26494
Client Name: Masterrock, LLC Report Date: 114/2021
Distribution: Client
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MOISTURE CONTENT (%)
LBR Value (%): 118 Passing No. 4 sieve (%): 81
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MOISTURE CONTENT (%)
Maximum Dry Density (Ib/ft}):  115.9 Optimum Moisture Content (%): 113
Date Sampled: 1/5/2021 Date Molded:  1/10/2021 Lab Sample No.: 9024
pled By:  Mark Ochs Date Tested:  1/12/2021 Tested By: Ed Giles

Sample Description: Grayish brown fine sand with grave! (paver sand)

1

ple Location’:  Stockpile at Masterrock yard

Proposed Use: Paver bedding

' Sampling conducted in general accordance with FM 1-8 090.

Our letters and reports are for the exclusive use of the client to whom they are addressed and shall not be
reproduced except in full without the approval of the tesling laboratory. The use of our name must receive
our written approval, Our letters and reports apply only to the sample tested and/or inspected, and are not
indicative of the tias of app y i ical or simiar p

Registration No. 5950
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Jerry H.Wehn, P.E.

Florida License No. 35557




GRAIN SIZE DISTRIBUTION CURVE
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Grawvel Sand .
Coarse | Fine _ |Coarse] Medium | Fine Sitt Clay
*SIEVE ANALYSIS: SAMPLE DATA:
Sieve Percent
Size Finer Report No.: 26494
3/4 in. 100
3/8 in. 99 Sampling Date: 1/5/21
No. 4 81
No. 10 62 Sample Description:  Grayish brown fine sand with gravel
No. 20 49 (paver sand)
No. 40 39
No. 60 28
No. 100 13
No. 140 7
No. 200 5.3

*Sieve analysis conducted in accordance with AASHTO T-27.

Ardaman & Associates, Inc.
Geotechnical, Environmental and
Materials Consultants

Masterrock Yard
3915 Goodrich Avenue
Sarasota, Florida
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